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CHEMICAL ANALYSIS
SEATTLE PLANT 093007 || s0sep | Rawmix Chinker
RECEIVED / PRODUCED : USED/ SHIPPED : TYPE i 1
DAY MONTH YEAR | il DAY MONTH YEAR | | moventory Si02 15.10 22.38
RAW MATERIALS o s ARO3 282 3.96
LIMESTONE 69,500 | 628.808] ] 1788 | 81270 633.769 : 16.432 Fe203 2.08 343
LIME FINES 1.185 55321 4 1.165 1,165 5,532 0 Ca0 4252 85.98
BOTTOM ASH 6.496 34,780 | - 261 6,418 34689 | - - 312 MgO 0.70 1.07
PORT HARDY SILICA 12,568 93es7 | .. : 183 5,729 86501 | . 17,746 $03 0.33 050
ERI (RECYCLED) 6,058 48273 122 5458 49,178 | - 1,233 Lot 34.18 0.53
COMINCO SLAG 1,405 17,753 i 8 1,456 17,538 | 610 Na20 0.2 0.41
HECKET SLAG 1,333 15553 |- . 4 1,359 15,647 |- 301 K20 0.20 0.28
HECKET MILL SCALE 0 1493 (.. 7 0 0 1,493 |7 ] TOTAL 97.92 98.52
KLEEN BLAST SLAG 112 1138 ] 12 112 1,138 | 0
HYDRATED LIME 0 of: : 0 0 0" - 22 | |FREECaO| 1.50
. TOTAL ALK 0.35 0.58
Cc3s 55.93 €5.53
RAW MATERIAL SALES S - c2s 2364 14.78
34" LIMESTONE SALES 9.815 51,130 =7 6,884 53501 - 12.439 c3a 5.23 an
<o . C4AF .52 10.41
KILN FEED E _ CEMENT Mill Ml
TYPEWII| 3514 | 99362 | 615894 | 3,512 ©9.802] 811,905 - 7.674 20-Sep #1 #2
S - TYPE: 1 ]
FUELS (TONS) O Si02 20.82 20.91
GAS(Tons) | "7 T[T 0 9 7B A203 3.63 377
COAL (Tons) ‘8,985 327 8.433 67,554 4,249 Fe203 331 332
TOF (Tons) | %o | = _ 20 1173 5720 | - (¥ Ca0 64.39 84.40
TDF Weight Percent - A o 8.0% 12.2% T.7%] - MgO 0.82 0.95
FUELS (NET HEAT VALS) Fuel Usage Rate E Fuel Usage (MMBTU) $03 268 264
GAS (MMBTU Net) |  0.1% 0:2% 2.0% |- - 4 386 314481 - LOH 2.23 222
COAL (MMBTU Net) | 89.5% | B84.4% 88.2% |---| 6.360 | 165,374 1,358937 | - Na20 0.35 0.36
TDF (MMBTU Net) | 10.4% 15.4% 8.7% | 7351 30,278 149,581 | K20 0.25 0.25
TOTAL (MMBTUNety} = - | 7 17 71 1 7442 196038} 1,533,966 - TOTAL 98.90 58.82
MMBTU/Ton.f = - R IR 3.08 2.74 2.82 INSOL 0.12 0.12
CLINKER ) FREE Ca0 1.17 1.20
PRODUCTION | 2,310 71452 547281} | 2403| 65069 542011( 8,399 | froTAL ALl 0.52 0.52
SALES / RECEIVALS 0 0 ol -~ 0 0 oy
. i Cc3S 58.90 59.75
CEMENT ADDITIVES B c2s 15.61 14.94
LIMESTONE I DURSCLI: KNSR 70 1,193 10.278 caa 455 4.37
GYPSUM 3.172 30734 . 92 3,457 32,313} - 7.286 CAAF 10.08 10.10
GRINDING AID (Lbs) 42284 | 475887|: | 2274| 61,325 508,182 - 16,672
T . NC 268 268
CEMENT T R VICAT -} 122 125
TYPE IMI| 25685| 67435 587.479| . ° 174 | 57.857| 556213} 52,269 | | VICAT-F 226 231
TYPE Il 0 2,284 17123 | 0 1,750 15.841 ) 3.478 BLAINE 395 387
o . 45uM 85.84 94.67
TYPE I-Il (import) 0 1,836 10.658 31 4431 9.650 ) 1.007 30 uM 81.36 91.08
. ’ FALSE SET] 83 B2
’ K PACK SET 4 4
TOTALPRODUCED | 2,565| 69,719 | 584,602 | 174 | 59607 | 572154 | . REFLECT. 64.9 64.8
TOTAL RECEIVED 0 1,838 106581 N 4431 9,650 |
GRAND TOTAL | 2.565( 71,555 585260 205 84,038 581804 56,755 | SAVSSINGELASILT ) 217
RUN TIME i PRODUCTION RATE REASON FOR
EQUIPMENT DATA DAY__ MONTH YEAR |- | DAY MONTH YEAR | . DOWNTIME
RAW MILL (TPH)|  24.0 604.5 46627 | 1464 164.4 175.0 -
KILN (TPD)|  24.0 705.0 54501 | . | 23104 ) 24324 24058 | .
#1 FINISH MILL (TPH)|  24.0 §92.8 49199 | | 548 52.7 8§33
#2 FINISH MILL (TPH)| 240 693.3 57971} .7 523 55.5 556| -
EQUIP. / HIGH LEVEL EQUIPMENT UTILIZATION HIGH LEVEL CONTROL UTIL. |
UTILIZATION DAY__ MONTH YEAR DAY _ MONTH YEAR
KILN / FUZZY| 100.0%| 57.9% 83.3%| = | 0.00%| 53.79% 87.51%] -
#1 FINISH MILL / INSITEC| 100.0%| 82.3% 75.1%/| . -:/100.00%| 100.00% 73.70%)|
#2 FINISH MILL / INSITEC| 100.0%| 96.3% 88.5%] ..|100.00%| 100.00% 43.47%]
TONS B LBS/TON OF CLINKER -= | YEAR LIMIT CLINK PROD| % OF YEAR
ENVIRONMENTAL DATA [ DAY MONTH YEAR | | DAY MONTH YEAR |1 TONS [% OF LIMIT|% OF BUDG.| PASSED
SO2 0.1 7.76 374 0.09 0.22 014} - 176.0 21.27% 76.01% 74.79%
NOX 3.27 95.97 8346 i 283 2.69 305(- ; 1,846.0 45.21%| - T T T 2
CO| 5.03{ 137.76 9490 | 4.36 3.86 3471 - 2,353.0 40.33%). o
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